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Gres Porcellanato - Standard 1SO 13006 (EN 14411) Annex G Group Bla, Eyv < 0,5%
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Flatness | Planditk Oberflichenqualitst/ Manididad / MaocencTrocTs 0,54, max 2 mm £0.4%, max 1.8 mm Inadzordante
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* | Bogononnowiesine Cpegmie Tiddenme % on
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|| e "'éﬂmu- iun | Coefficient de diltation thermi Vilore dichlarats
cefficiant inear expansion | Coefficient de dilatation thermigue 1
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ECARTSDE Resistenza agh sbalal termicl
TEMPERATURE Tharmal shock resistance / Resistance aux variations thermiques | 150105458 [Resistente [Resistente
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In funzione dell'ambiente o della zona di lavera.
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Gll: Minimum 3

" Valore medic del test condotti negll ultimi 24 mesi. Average rating of tests conducted during the last 24 months. Durchschnittswert der in den letzten 24 Monaten durchgefUhrten Tests. Valeur moyerne
des es5aks mends au cowrs des 24 dernlers mols, Valor medio de las pruebas Bevadas a cabo en los GlmMos 24 meses, CPesnes SHASEHME HONbITAHKRE, NPOBEAEHHX B TEUEHKE NOCAEANMN 24 MECAL S,

** Per piastrelle rettangolari, che abbiane il late maggiore Lz 60 ¢m, & rapporto tra | lati 2 3, la misurarone della ortagonalith deve venire condotts selo sul [ate corto. For oblong tiles with Lz 60 em and ratio
lengthiwidth LiWz3, measurement of rectangularity only on short edges
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Town & Country Surfaces
230 Fifth Avenue

Suite 1714 ! ( J ' T
New York NY 10001 |k \\\ l \ | | \
General Inquiries:

info@tncsurfaces.com
Phone: 212-679-0312
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